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SHEN ZHEN NIKTO TAPE NEW MATERIAL CO.,LTD.

BUILD 52,ZHONGWU INDUSTRIAL ZONE,XIXIANG,BAO`AN DISTRICT,SHENZHEN CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Tissue double side 

 adhesive  tape.

SGS Job No. : CP16-069662 - SZ.

Model No. :. N902.

Client Ref. Info. :. 3080/3080T/3090/3090T/3097/3100/3100T/3280D/3280N/ 3280W/.

3280TD/3290D/3290N/3290ND/3290W/3290TD/3290TW/ 3285/.

3295/3295T/3295DT/3296/3297T/3299/3299LT/3300L/3300LP/.

3300D/3300N/3300W/S3300/S3330/3310/3310N/3315T/3317T/.

3319/3319LT/3328TF/3328LF/3330/3330W/3330L/3335T/3337T/.

3339/3339LT/3500/3755/3348LF/3349/3359/3359F/3359LT/G3359/.

3359P/N900/N901/N902/N903/N905/N906/3368F/3369F/3368LF/.

N905SD/N3309/N3339/N3359/N3409.

Date of Sample Received :. 15 Nov 2016.

Testing Period :. 15 Nov 2016 - 21 Nov 2016.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Alkene Liang.

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN16-224213.001 Translucent double-side adhesive tape.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

PFOS  ( Perfluorooctane sulfonates).

Test Method :. With reference to CEN/TS15968:2010, analysis was performed by LC-MS..

Test Item(s). CAS NO. Unit. MDL. 001.

Perfluorooctane Sulfonates (PFOS)^. -. mg/kg. 10. ND.

Notes :.

(1)  ^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including Perfluoroctanesulfonic 

acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane sulfonamide, N-Ethylperfluoroctane 

sulfonamide, N-Methylperfluoroctane sulfonamidoethanol and N-Ethylperfluoroctane 

sulfonamidoethanol..
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ATTACHMENTS 
 

PFOA / PFOS Testing Flow Chart 
 
1) Name of the person who made testing: Zhihong Wang 
2) Name of the person in charge of testing: Qiong Liu 
 

Sample cutting / preparation 

Sample Measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

LC-MS 

DATA 
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Sample photo:.

CANEC1622421307

CAN16-224213.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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